
MANSON009939

Sample# 15-A006526 Weight Used 638.6 

Sieve Tare Weight Dry Weight Weight Retained % Retained Bulk Density 

3/4" 647.1 658.4 11.3 1.77 0.40 

1/4" 549.6 571.2 21.6 3.38 0.72 

4 535 536.5 1.5 0.23 0.38 

10 490 497.5 7.5 1.17 0.75 

20 435.9 810.9 375 58.72 1.84 

40 361.8 478.9 117.1 18.34 1.58 

60 359.2 403.5 44.3 6.94 1.38 

140 334 367.2 33.2 5.20 1.38 

200 334.7 339.9 5.2 0.81 0.65 

Total 96.57 

% Passed 3.43 

Sample# 15-A006527 Weight Used 411.0 

Sieve Tare Weight Dry Weight Weight Retained % Retained Bulk Density 

3/4" 647.1 659 11.9 1.86 0.59 

1/4" 549.6 637.3 87.7 13.73 1.25 

4 535 545.7 10.7 1.68 0.89 

10 489.9 515.7 25.8 4.04 0.99 

20 435.6 557.5 121.9 19.09 1.74 

40 361.5 426.4 64.9 10.16 1.48 

60 359.2 398.8 39.6 6.20 1.41 

140 334 351.7 17.7 2.77 1.11 

200 334.7 338.3 3.6 0.56 1.80 

Total 60.10 

% Passed 39.90 

Sample# 15-A006528 Weight Used 527.2 

Sieve Tare Weight Dry Weight Weight Retained % Retained Bulk Density 

3/4" 647.1 704.6 57.5 9.00 1.15 

1/4" 549.4 743.9 194.5 30.46 1.34 

4 535.8 564.3 28.5 4.46 1.10 

10 489.8 542.7 52.9 8.28 1.65 

20 435.6 481.8 46.2 7.23 1.18 

40 361.2 442.6 81.4 12.75 1.31 

60 359.3 400.1 40.8 6.39 1.41 

140 334.1 350.7 16.6 2.60 0.98 

200 334.7 344 9.3 1.46 1.03 

Total 82.63 

% Passed 17.37 



MANSON009940

Sample# 15-A006529 Weight Used 

Sieve Tare Weight Dry Weight Weight Retained 

3/4" 647.5 647.5 

1/4" 549.5 559.1 

4 535 538.4 

10 490 509.3 

20 435.9 725.6 

40 361.7 450.3 

60 359.3 397.3 

140 334.1 366.3 

200 334.7 337.4 

Total 

% Passed 

Sample# 15-A006530 Weight Used 

Sieve Tare Weight Dry Weight Weight Retained 

3/4" 647.6 805.2 

1/4" 549.4 696.3 

4 535 561.7 

10 489.9 525.8 

20 435.7 461.3 

40 361.6 395.1 

60 359.4 385.5 

140 334.1 351.9 

200 334.8 336.5 

Total 
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